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Abstract— Carbon capture and storage (CCS) has been 

globally gaining popularity as a viable greenhouse gases 

mitigation strategy throughout the last decade. Calcium looping 

(CaL) is an emerging technology to capture carbon dioxide from 

flue gases of fossil fueled power plants exploiting the reversible 

gas-solid reaction between the carbon dioxide (CO2) and calcium 

oxide (CaO) to form calcium carbonate (CaCO3) in a fluidized 

bed.  In this work, a dynamic model of a bubbling bed 

carbonator, the key reactor in the capture process, has been 

presented. The model incorporate both hydrodynamics and 

chemical kinetics to provide more reliable predictions. The model 

has been validated with experimental data obtained at 

combustion lab, Mansoura University using a fluidized bed 

carbonator of 10.5 cm inner diameter as well as a mathematical 

model found in literature. The key parameters have been 
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investigated to check for system sensitivity. Bed temperature has 

a non-monotonic effect on CO2 capture efficiency. Maximum 

CO2 capture efficiency was found to occur around a temperature 

of 675 °C. Capture efficiency increases with either decreasing 

fluidization velocity or increasing bed particle size due to 

enhanced mass transfer and increased residence time. These 

findings almost accord with published data. Also, the average 

CO2 capture efficiency was found to increase with increasing 

static bed height up to a certain limit. Further increase in bed 

height doesn’t considerably affect the capture efficiency. The 

proposed model can be used as a design tool that would enable 

the optimization and commercialization of calcium looping.  

 

I. INTRODUCTION 

LOBAL warming has many consequences 

including sea water level increase, agriculture and 

fisheries disruption, atmospheric warming, and 

prevalence of different diseases such as malaria. Global 

warming is mainly caused by anthropogenic emissions of so 
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أدٖ انخضاٚذ انًسخًش فٙ دشق انٕلٕد انذفش٘ إنٗ صٚبدة يؼذل اَبؼبربث ربَٙ أكسٛذ  -:انًهخض انؼشبٙ 

يٍ انكشبٌٕ يًب حسبب بذٔسِ فٙ حفبلى يشكهت الادخببط انذشاس٘. ٔٚؼخبش ايخظبص ربَٙ أكسٛذ انكشبٌٕ 

غبصاث انؼبدو ٔحخضُّٚ ضًٍ انذهٕل انًمخشدت نهذذ يٍ حهك الاَبؼبربث. ٔحشٛش انؼذٚذ يٍ الأبذبد ٔانذساسبث 

انبٛئٛت إنٗ إيكبَٛت حذمٛك رنك ػٍ طشٚك اسخخذاو دبٛببث أكسٛذ انكبنسٕٛو ػبش حفبػهٓب يغ ربَٙ أكسٛذ 

ٔٚمذو ْزا انبذذ ًَٕرج سٚبضٙ نؼًهٛت كشبُت انكشبٌٕ نخكٍٕٚ كشبَٕبث انكبنسٕٛو فًٛب ٚسًٗ بخفبػم انكشبُت. 

أكسٛذ انكبنسٕٛو فٙ يٓذ يًٛغ. ٔلذ حى انخذمك يٍ طذت َخبئج ْزا انًُٕرج ػٍ طشٚك يمبسَخٓب ببؼض انُخبئج 

انخٙ حى انذظٕل ػهٛٓب يؼًهٛب فٙ يؼًم الادخشاق بجبيؼت انًُظٕسة ٔأٚضب بُخبئج َظشٚت ٜخشٍٚ. حى اسخخذاو 

ؼشفت حأرٛش ػٕايم انخشغٛم انًخخهفت ػهٗ كفبءة ايخظبص ربَٙ اكسٛذ انكشبٌٕ دٛذ ٔجذ انًُٕرج انشٚبضٙ نً

دسجت يئٕٚت. كًب نٕدع أٌ حمهٛم سشػت انخًٛٛغ ٔصٚبدة دجى  576أٌ ألظٗ كفبءة حذذد ػُذ لشابت انـ 

بُت يًب ٚضٚذ يٍ انذبٛببث نًٓب حأرٛش يخشببّ فٙ حذسٍٛ اَخمبل انكخهت ٔصٚبدة انضيٍ انًخبح لإحًبو ػًهٛت انكش

كفبءة ايخظبص ربَٙ اكسٛذ انكشبٌٕ. ٔلذ حٕافمج ْزِ انُخبئج بشكم كبٛش يغ انُخبئج انًُشٕسة فٙ أبذبد 

سببمت. ٔجذ أٚضب أٌ كفبءة الايخظبص حضداد حذسٚجٛب بضٚبدة اسحفبع انًٓذ إنٗ دذ يؼٍٛ ، دٛذ لا حخأرش كفبءة 

انًٓذ. ٔحفٛذ انُخبئج انخٙ حى انخٕطم إنٛٓب إنٗ إيكبَٛت الايخظبص بشكم ٔاضخ بأ٘ صٚبدة أخشٖ فٙ اسحفبع 

اسخخذاو انًُٕرج انشٚبضٙ انًمخشح كأداة حظًًٛٛت فٙ اخخٛبس ظشٔف انخشغٛم انخٙ حذمك حذسٍٛ ايخظبص 

 ربَٙ أكسٛذ انكشبٌٕ يٍ ػٕادو الادخشاق حًٓٛذا نخسٕٚمٓب حجبسٚب ٔحطبٛمٓب ػهٗ انًسخٕٖ انظُبػٙ.
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called greenhouse gases (mainly carbon dioxide (CO )). The 

burning of fossil fuels, including coal, oil, and gas constitutes 

the major source of CO  emissions. Fossil fuel-based 

emissions of CO  may be originated from both stationary (e.g., 

power plant) and non-stationary systems (e.g., automobile). 

However, power generation sector is responsible for the 

largest amounts of CO  emissions. Due to the dependence on 

fossil fuels to meet more than  5% of the world’s energy 

needs, the scientific community agrees that the solution for 

mitigating CO  emissions for the short- to midterm lies in a 

portfolio of strategies, including carbon capture and storage 

[  . 

Carbon capture and storage, or CCS, is a family of 

technologies and techniques that enables the capture of CO  

from fuel combustion or industrial processes, the transport of 

captured CO  via ships or pipelines, and its storage 

underground, in depleted oil and gas fields and deep saline 

aquifer formations. CCS can have a unique and vital role to 

play in the global transition to a sustainable low-carbon 

economy, in both power generation and industry. An overview 

of different CCS technologies can be found in [    . The most 

critical step in the CCS chain that determines the feasibility of 

a certain technique is the capture step [  . 

One of the promising technologies that has shown some 

potential advantages in terms of net efficiency and cost of CO  

avoided on both lab and pilot scale is carbon dioxide capture 

by absorption/regeneration process with calcium oxide, known 

as calcium looping as shown in Fig.  .  Both the carbonation 

and calcination reactions are carried out at high temperatures 

(600–        and (900– 5      respectively, allowing for 

efficient heat recovery in heating process or steam cycle of a 

power generation system.  
 

 

Fig.   Calcium looping process 

 

Hirama et al. [   patented separation of carbon dioxide 

from gases containing it by contacting the gas mixture with 

metal based oxides (e.g. calcium oxide) to form metal 

carbonate. The metal oxide is then regenerated at higher 

temperatures in a second contacting zone where heat is 

supplied. The application of CaL as a post-combustion CO  

capture process with dual fluidized bed was then proposed by 

Shimizu et al. [5 . Since then, a lot of research has been done 

to further analyze and develop the process [6–  . Moreover, 

several projects have been established to assess its feasibility 

on both lab and pilot scales [9–   . 
 

 

Fig. 2 Dual fluidized bed configurations 
 

 

Figure 2 shows two different dual fluidized bed 

configurations that can be used in the calcium looping process 

where heat is supplied in the calciner by oxyfuel combustion. 

Most research works have focused on the interconnected 

fluidized bed with solids circulation between carbonator and 

calciner, Fig. 2a. However, the present work has been 

dedicated to study the mode of alternating bed with gas 

switching, Fig. 2b. It consists of two separate fluidized beds 

(e.g. bubbling-bubbling) where carbonation and calcination 

reactions take place periodically in each reactor. 

In the alternating bed configuration, flue gases are 

admitted to the carbonator where calcium oxide particles 

capture carbon dioxide from the gases mixture. When almost 

CaO particles get converted into CaCO  (i.e. the bed is no 

longer capable of capturing CO ), supplying flue gases is 

stopped and fuel with oxygen is admitted (oxyfuel 

combustion) to provide heat and operate the reactor as a 

calciner. During calcination, a relatively pure stream of CO  is 

released and can be further compressed and transported for 

geological sequestration.After CaO is regenerated in the 

calciner, carbonation starts again and the cycle is repeated 

periodically. To allow continuous capture, dual alternating 

fluidized beds are used with gas switching between them. 

In the present study, a mathematical model for a bubbling 

bed reactor operating in carbonation mode, where capturing of 

CO  takes place, is developed. The fluidization phenomenon is 

studied and its effects on mass transfer between different 

phases and residence time of gas molecules in the reactor are 

investigated. The model pays due attention to the kinetic 

parameters controlling the reaction rate and its dependence on 

operating conditions (e.g. operating temperature and CO  

partial pressure). Model calculations yield axial concentration 

profiles of carbon dioxide in the bed phases. Model 

predictions are compared with data found in literature. 

Parametric study is carried out to explore the key parameters 

that affect the capture process.  

 

II. MODEL DESCRIPTION 

    Kinetic Model 

Carbon capture in carbonator takes place through the 

exothermic reaction of calcium oxide with carbon dioxide as 

follows: 

                         ( ) 

             
             Heat

Flue gases containing CO2

Clean gases without CO2 Relatively pure CO2 stream

600 –700   900 – 950   

Carbonator
Calciner

Heat
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As can be seen from Eq. (1), the carbonation reaction is a 

non-catalytic heterogeneous gas-solid reaction and there exists 

an equilibrium partial pressure of carbon dioxide depending 

on the operating conditions. Baker [    proposed an equation 

where operating temperature is the only independent variable 

as follows; 

 

                       
     

       
 ( ) 

 

This heterogeneous carbonation reaction is characterized 

by an initial fast stage controlled by chemical kinetics at 

reaction surface followed by a much slower stage controlled 

by diffusion of gas through the product layer of calcium 

carbonate. In most industrial applications, the diffusion stage 

is commonly neglected and calcium oxide is considered to 

reach its maximum conversion at the end of the kinetically 

controlled stage.  

The formation of the product layer prevents the unreacted 

core from contacting the reacting gas which requires the gas to 

diffuse through this product layer to reach the core. 

Furthermore, the formation and growth of solid product affects 

the porous structure by filling the pores, decreasing the 

available surface area for reaction.  

The thickness of this product layer formed on the free 

surface of CaO is a critical parameter to mark the end of the 

fast reaction period. Many researchers investigated the 

average value for the critical CaCO  product layer thickness 

[   . The theory of a critical product layer thickness has been 

used almost exclusively to explain the ―maximum‖ conversion 

during carbonation reaction cycles giving acceptable results 

[ 5    , however these works lack the important effect of 

operating temperature on chemical kinetics.  They consider 

that operating temperature only determines the equilibrium 

partial pressure of carbon dioxide. However, experiments 

indicate greater role for temperature in the reaction scenario 

[   . 

The grain model for porous solids [    is adopted here to 

model the gas-solid reaction between CO  and CaO.  

The reaction rate for a gas–solid reaction is usually  

 

Defined as a specific reaction rate R, where; 

When the reaction is under kinetic control, the specific rate 

can be further expressed in power law form [   ; 

 

        (    
        

)
 
   ( ) 

 

Assuming that reaction takes place uniformly on spherical 

grains, the following equation can be used, 

    (
 

  
)
 

 ( ) 

 

Combining Eqs. (3), (4) and (5) would result in: 
  

  
          (    

        )
 
      

 
  

( ) 

Sun et al. [    reported a first-order reaction changing to 

zero-order dependence when the CO  partial pressure 

exceeded 10 kPa. 

The kinetic constant can be evaluated using Arrhenius 

equation; 

 

          ( 
 

    
) ( ) 

 

Kinetic parameters (        ) are obtained from 

experimental measurements and values reported by Sun et al. 

[    are adopted here. 

Barker [    reported that the carbonation reaction, 

presented by Eq. (1), is far from reversible in practice. The 

sorption capacity in the fast reaction stage decreases rapidly 

with increasing the number of calcination–carbonation cycles. 

Grasa and Abanades [    proposed the semi-empirical 

equation ( 5) to express the sorbent capacity after a large 

number of complete carbonation–calcination cycles (up 

to500). It is valid for different sorbents and for a wide range of 

operating conditions.  

 

       
 

 
      

    
    

( ) 

 

Where k and Xr represent the deactivation constant and the 

residual conversion, respectively. It is observed that values of 

                      fit well with a wide range of 

sorbents and conditions [   .  

 

    Hydrodynamic Model 

Kunii-Levenspiel model for bubbling bed is widely 

accepted for its simplicity and reliable results [   . A bubbling 

fluidized bed consists mainly of two phases, bubbles and 

emulsion. Bubbles are lean phase free of solid particles, while 

emulsion is a dense phase where solid particles are assumed to 

be uniformly distributed. 
 

Minimum Fluidization: 

The minimum fluidization velocity,    , is calculated 

using the correlation proposed by Wen and Yu [    as  

 

follows; 

Where:     
  
       (     )    

   

         are constants with values of                , 

respectively as suggested by Grace [   . 

The porosity at the minimum fluidization conditions     is 

calculated with the expression proposed by Broadhurst and 

Becker [ 5 , where; 

 

                         (
  

  

)
     

 (  ) 

 

 

  
  

       
 ( ) 

           
         

 
 √  

           ( ) 
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Emulsion Phase: 

The emulsion phase is assumed to be at minimum 

fluidization condition. Hence, the superficial rise velocity of 

emulsion gas is considered to be the same as (   ). 

Bubble Phase: 

Bubble Size 

Bubbles size can be estimated using the traditional 

Darton’s correlation [    where, 

 

        [      ]
   

 [ ]          (  ) 

 

The mean bubble diameter along the bed can be calculated 

by integrating Eq. (  ) from              as given below; 

 

        [      ]
   

 [   ]
          (  ) 

 

Bubble Rise Velocity 

For Bubbles in bubbling bed, the rise velocity is given by 

the following equation: 

 

   [      ]      (  ) 

 

Where     is the rise velocity of a single bubble estimated 

using the expression reported by Kunii-Levenspiel [    as 

follows, 

 

          [    ]
    (  ) 

 

The effective gas velocity through the bubble phase can be 

defined from the gas balance in a cross section of the bed as 

follows; 

 

  
  

           

 
 

(  ) 

 

Bed Expansion 

The fraction of bubble phase in the fluidized bed ( ) is 

proportional to the fluidization velocity of inlet gas. For 

intermediate bubbles, the following expression has been 

proposed by Abanades et al. [   : 

 

  
      

   
           

 

 (  ) 

 

Also, expanded bed height is related to bubble fraction by 

the following equation; 

 

    
   

   
 (  ) 

 

It can be concluded from eqs. (12), (13), (14), (16), and 

(17), that an iterative solution is required to evaluate the 

expanded bed height, bubble size and velocity, and bubble 

fraction of the fluidized bed [   . 
 

 

Fig.   Iterative calculation of hydrodynamic parameters 
 

    Reactor Model 

Species conservation is applied on both phases of fluidized 

bed reactor. Assuming no accumulation of gas in control 

volume, the rate of outflow should equal the summation of 

rate of inflow, rate of mass transfer to the control volume and 

rate of generation by chemical reaction. 
 

 

Fig. 4 Schematic of bubbling bed control volume 
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o For Emulsion phase,  

The conservation equation can be written as follows, 

 

[   
   

  
  ]                    

   [     ]           
           

(  ) 

 

Eq. (18) can be rearranged to give; 

 

   

  
 

   

   

 
 

   
[     ]  

   

   

     
 (  ) 

 

The last term in Eq. (19), (    
) is the rate of consumption of 

CO  due to chemical reaction; where, 

 

    
[

   

    
    

]  
 

  

     

  
 

                       
     

   

 (
  

   

  

  
) 

(  ) 

 

o For Bubble phase, 

As bubbles are free of solid particles, therefore no 

chemical reaction takes place in the bubble phase. 

Conservation of carbon dioxide in bubble element can be 

written as: 

 
   

  
  

   

  
  [     ] (  ) 

 

The average conversion (or conversion ratio) (    ) of 

sorbent at any time can be calculated using the following 

expression: 

 

     
   

  

          

∫ [                 
         

          

]
 

 

   
(  ) 

 

A common performance parameter used in applications of 

carbon dioxide capture is the capture efficiency (        ). It 

is defined as the ratio between the number of moles of 

captured     to the number of moles of     entering the 

carbonator. 

 

         
             

             

 

   
        

       

 

(  ) 

 

 

Fig. 5 Flowchart of the carbonator model 

 

Numerical Solution 

The carbonator model has been implemented in MATLAB 

2014b [29]. Fig. 5 shows a flowchart of the algorithm used. 

After the introduction of the input values, the hydrodynamic 

and kinetic models are run to calculate the parameters required 

for eqs. (19), (20) and (21). Then, this system of equations is 

solved at each time step with the condition that (       
            ) to give the average CO  exit concentration 

(     ). The rate of change of CO  concentration in emulsion is 

so rapid at the bottom of bed and then gets very slow. Solution 

of the system using fixed step methods would either lead to 

inaccuracy of results in case of using relatively large step size 

or  high consumption of time and calculation power in case of 

using too small step size all over the bed. The use of adaptive 

step size method would solve this problem. The algorithm 

Start
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used would reduce the step size (less than 0.1 mm) where the 

rate of change is high to spot this change accurately and 

relatively increase step size where the rate is low to save 

computational time and power. 
 

III. RESULTS AND DISCUSSION 

In this section, model outputs are presented at different 

operating conditions. The model is capable of predicting 

carbon dioxide mole fraction at any height and at any instance, 

Fig.  . For illustration purposes, a fluidization column with 

inner diameter of 10.5 cm loaded with lime particles of static 

height of 15 cm operating at fluidization velocity of 0.8 m/s 

and temperature of  5   C is considered. Inlet gas is 

composed of carbon dioxide and nitrogen with mole fractions 

of 15% and 85%, respectively.    Fig.   shows CO  mole 

fraction vs. height after 10 minutes of operation calculated 

using the proposed model. It indicates that carbonation 

reaction taking place in emulsion phase is so rapid that CO  

mole fraction in emulsion gas decreased from  5% to about 

 % in less than two centimeters. After that, the calcium oxide 

is primarily reacting with the CO  transferred from bubbles to 

emulsion. Hence, optimization of mass transfer between 

bubble and emulsion phases would make significant 

improvements in the capturing process as indicated by 

Alabeedy et al. [   . 
 

 

Fig. 6 Axial distribution of CO2 concentration with time at 650  C 
 

 

Fig. 7 Predicted CO2 mole fraction vs. height after 10 minutes at 

 5     

A. Model Validation 

Results obtained using a mathematical model proposed by 

Abanades et al. [    and experimental results from Alabeedy 

et al. [    have been selected for validation purposes. Fig. 8 

shows comparison between CO  mole fraction at the bed exit 

as predicted using the present study and the model propsed by 

Abanades et al. [   . 

Experimental results from Alabeedy et al. [    and model 

results of exit mole fraction of carbon dioxide, capture 

efficiency and conversion ratio versus time at a fluidization 

velocity of 0.8 m/s and bed temperature of 650  C are shown 

in Fig.  , Fig.    and Fig.   . These comparisons indicate 

satisfying reliability of the proposed model.  
 

 

Fig. 8 Comparison between present study and Abanades et al. 

[27] (5 kg of Cadomin limestone, 650°C, u0 = 1m/s, 15 vol. % 

of CO2) 
 

 

Fig. 9 CO2 exit mole fraction with time 

 

Fig. 10 Sorbent conversion ratio with time 
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Fig. 11 CO2 capture efficiency with time 

 

Parametric studies have been conducted to assess 

influences of operating parameters on carbonator behavior by 

evaluating capture efficiency at different bed temperatures, 

fluidization velocities, particle sizes, and static bed height. 

B. Effect of Operating Temperature 

 

Fig. 12 CO2 exit mole fraction with time at different bed 

temperatures (u0=0.8 m/s) 

 

Figure 12 shows the model results at different temperatures from 550    

to 700  . The average capture efficiency versus bed temperature is shown in 

Fig. 13. The maximum average capture efficiency is found to occur around a 

bed temperature of 675  C. To understand the existence of such optimum bed 
temperature, we need to keep in mind that operating temperature has two 

opposing effects. The positive effect is that increasing temperature enhances 

the chemical kinetics of the carbonation reaction (Eq. (7)) and the negative 
effect is that increasing temperature also increases the equilibrium 

concentration and partial pressure of carbon dioxide which slows down the 

reaction (Eq. (6)). From 550 °C to 675 °C, the chemical kinetic term is 
dominant leading to an increase in average efficiency and after that the 

increasing equilibrium concentration becomes more dominant resulting in a 

decrease in average efficiency. An optimum temperature of 675 °C has also 
been reported by Mostafavi et al. [     

 

Fig. 13 Average CO2 capture efficiency vs. bed temperature 

 

Figure 13 also indicates that decreasing fluidization velocity 

moves the peak slightly to the left. As fluidization velocity 

decreases, the gas molecules have increased residence time in 

the bed (i.e. have more time to react with solid sorbent) which 

reduces the effect of decreased reaction rate constant at lower 

temperatures. 

C. Effect of Fluidization Velocity 

Different fluidization velocities have been tested (from 0.4 

to 1.2 m/s) to investigate the effect of hydrodynamics on the 

reactor, as shown in Fig.    and Fig.  5. Results indicate that 

the average efficiency increases with decreasing the fluidizing 

velocity due to increased residence time and enhanced mass 

transfer from bubbles to emulsion. Similar results were 

reported by [   . However decreasing inlet velocity would 

require a wider reactor (or even more than one reactor) to 

handle the required flow rate of flue gases. So a compromise 

between performance and capital cost would be required. 

 

 

Fig. 14 CO2 exit mole fraction with time at different fluidization 

velocities (T=650  C). 
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Fig. 15 Average CO2 capture efficiency vs. fluidization velocity (at 

T=650  C). 

D. Effect of Bed Particle Size 

Increasing particle size was found to result in a decrease in 

exit CO  mole fraction and an increase in the capture 

efficiency of the carbonator as shown in Fig.    and Fig.   . It 

should be noted that increasing particle size results in an 

increase in minimum fluidization velocity. Consequently 

larger particles lead to less bubbling bed as long as the 

fluidization velocity is kept constant. This is analogous to 

decreasing fluidization velocity with the same particle size as 

discussed above. However, changing particle size is expected 

to change the porous structure of solid reactant leading to a 

change in kinetic parameters. Although Bhatia and Perlmutter 

[    reported negligible effect of particle size on the kinetic 

parameters, more investigations on the porous structure of 

lime particles is required to fully describe the dependency of 

capture efficiency on particles size. 

 
 

Fig.    CO2 Exit mole fraction with time at different particles 

sizes (T=650  C, u0=0.8 m/s). 

 

 

 

Fig. 17 Average CO2 capture efficiency vs. particle diameter (T=650 

 C, u0=0.8 m/s). 

 

E. Effect of Static Bed Height 

In order to understand the effects of static bed height on 

carbon dioxide capture, the model has been run at different 

heights (from 0.05 m to 0.90 m). Fig.    shows model 

prediction for the mole fraction of carbon dioxide at the exit of 

reactor. Increasing bed height increases carbonation time due 

to increasing active solid inventory. Also, reaction is allowed 

to proceed longer and flue gases get in contact with active 

particles for more time as they pass through the bed which 

improves the capture efficiency. However, Fig.    shows that 

further increase of bed height has little effect on capture 

efficiency improvement. This is due to the fact that bubbles 

continue to expand and coalesce with height, so the higher 

zones of the bed suffer from poor mass transfer coefficient and 

probably the bed turns into slugging. 
 

 

Fig. 18 CO2 exit mole fraction with time at different bed heights 

(T=650  C, u0=0.8 m/s) 
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Fig. 19 Average CO2 capture efficiency vs. static bed height 

(T=650  C, u0=0.8 m/s). 

 

IV. CONCLUSION 

A dynamic model has been presented to evaluate carbon 

dioxide capture using the carbonation reaction between 

calcium oxide (from lime) and carbon dioxide. It describes 

carbonator performance at different conditions. The model 

makes a coupling between hydrodynamics and kinetics to give 

more realistic insights. It can be used to make design choices 

such as bed sizing and determine optimum operating 

conditions that maximize the capture efficiency. Carbonator 

model can be integrated with the whole plant simulations to 

predict thermal efficiency penalties of the carbon capture 

process.  

The dependency of performance on different input 

parameters has been discussed. Operating temperature has 

major effects as it determines kinetic constants and 

equilibrium conditions.  Fluidization velocity determines the 

residence time and mass transfer coefficients. An increase in 

particles size affects minimum fluidization conditions and 

causes the bed to be less bubbling with better mass transfer. 

However further investigations on the effect of particle size on 

kinetic constants are required. Static Bed height has little 

effects on the capture efficiency except at relatively low 

heights. 

 

V. NOMENCLATURE 

Symbol Description 

   Cross sectional area of bubble phase,    

   Cross sectional area of emulsion phase,    

   Archimedes number 

   Gas molar concentration in bubble phase, 

       

   Gas molar concentration in emulsion phase, 

       

     CO  molar concentration,        

        CO  molar concentration at equilibrium, 

       

        CO  molar concentration at bed inlet,        

         CO  molar concentration at bed outlet,        

   Bubble diameter,   

    Mean bubble diameter,   

   Particle diameter,   

  Reaction activation energy,       
  Gravitational acceleration,      

    Expanded bed height,   

    Bed height at minimum fluidization,   

   Static bed height,   

    Mass interchange coefficient between bubble 

and emulsion phase,     

   Pre-exponential factor in Eq. (7), 

              ⁄  

   Intrinsic surface rate constant, 

              ⁄  

    Molecular weight of solid,       
  Number of calcination/ carbonation cycles 

  Order of reaction 

     CO  partial pressure,    

        CO  partial pressure at equilibrium,    

        Volumetric flow rate of flue gases at bed inlet, 

     

  Specific reaction rate,     

    
 Rate of consumption of CO ,        

    ⁄  

   Universal gas constant, J/mol.K 

       Reynolds number at minimum fluidization 

  Grain radius at any time,   

   Initial grain radius,   

  Surface area of solid particles at any time, 

     

   Initial surface area of solid particles,      

  Operating temperature,   

  Time,   

   Fluidization velocity,     
   Rise velocity of bubble phase,    

  
  The effective gas velocity through the bubble 

phase,     

    Mean rise velocity of bubble phase,     

    Rise velocity of single bubble,    

   Rise velocity of emulsion gas,    

    Minimum fluidization velocity,     

   Volume of gas in the control volume,    

   Mass of solid sorbent in bed, kg 

  Conversion ratio of solid sorbent 

     Average conversion ratio of solid sorbent 

       Maximum sorbent capacity after N cycles 

        Carbon dioxide mole fraction at bed inlet 

         Carbon dioxide mole fraction at bed outlet 

  Axial distance measured from air distributor,   

Greek Symbols 

     Bed voidage fraction at minimum fluidization 

   Gas density,       

   Solid particles density,       

  The fraction of bed consisting of bubbles 

  Dynamic viscosity,        

  Solid particles sphericity 

         CO  capture efficiency 
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